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_Cosmetic dentistry has become a very impor-
tant part of dental practice. Studies show that at
least one-third of the population is not satisfied
with the color and form of their natural teeth.'
It has been estimated that among patients who
present themselves for cosmetic treatments, up to
15% suffer from psychiatric conditions termed
Body Dysmorphic Disorder (BDD), also known as
dysmorphophobia, which literally means "fear of
ugliness"*°BDD hasan estimated prevalence of 1%
to 2% in the general population and is character-
ized by a preoccupation with a slight or imagined
defect of some aspect of physical appearance. With
the increasing demand for esthetic dental care, itis
clear that tooth bleaching can presenta minimally
invasive cosmetic approach.

Vital tooth bleaching is an increasingly popular
treatmentindentistry.In order toenhance or toac-
celerate the whitening process, heat activation of
the bleaching agent by light, heat, or laser has been
introduced. Some manufacturers of laser- or light-
based bleaching systems claim that there is im-
proved light absorption, reduced tooth heating,
and even photochemical activation of the bleach-
ing gel following the addition of an activator, ab-
sorber or colorant.®’

In a systematic review, Buchalla and Attin con-
cluded that there was no real evidence of photo-
chemical bleaching, and that power bleaching was
a result of photothermal activation.® Additionally,
they have also warned that activation of bleaching
agents by light or laser may have an adverse effect
on pulpal tissue due to an increase of intrapulpal
temperature exceeding the critical value of 5.6°C.
Thisisduetothe factthatina typical laser-orlight-
activated bleaching, the light is not fully absorbed

intherelatively thin layer of the gel thatisdeposited
on the tooth surface. As a result, the laser energy is
transmitted into the dental tissue. This can lead to
an undesired heating of the whole tooth and of the
dental pulp, possibly leading to painandirreversible
damage.

_TouchWhite™
Er:YAG laser-assisted bleaching

Thereview by Buchallaand Attin®was performed
before the introduction of the TouchWhite™
method for Er:YAG laser-assisted tooth whitening.®
The TouchWhite™ method makes use of the fact
that the Er:YAG laser wavelength has a water ab-
sorption peak in the vicinity of 3um. Since water is
the major component of the aqueous bleaching
gels, thiseliminates the need forany additional ab-
sorbing particlesin the bleaching gels. More impor-
tantly, taking into account thermal burden consid-
erations, the TouchWhite™ procedure represents
the most effective and least invasive laser-assisted
tooth whitening method possible. Due to its high
absorptionin bleaching gels, the Er:YAG laser beam
is fully absorbed in the gel and does not penetrate
tothe hardtissue or the pulp. All of the laser energy
is thus effectively used for the heating of the gel.
There is no direct heating of the dental tissue and
the pulp, as is the case with other laser-assisted
whitening methods.

Figure 1 shows the side view thermalimage of a
tooth during Er:YAG or diode laser (810 nm) illumi-
nation of the bleaching gel.”® Since the Er:YAG
wavelength is fully absorbed in the gel, there is no
directheating of the underlying tooth. On the other
hand, the diode wavelengthisrelatively weakly ab-
sorbed in the gel, and the transmitted light directly



heats up the whole tooth. For this reason, the
Er:YAG laser power is utilized more effectively, and
the gel can be heated to higher temperatures with-
out compromising the safety of the tooth or of the
pulp. As a consequence, the TouchWhite™ proce-
dure can be performed with a minimal undesirable
thermal burden on the tooth, and the tooth
whitening speed can be safely increased by 5-10
times.'

The TouchWhite™ method was first proposed
and studied by the Laser and Health Academy in
partnership with Fotona. Later, the Aachen Dental
Laser Center (AALZ) in Germany performed a de-
tailed in vitrostudy of the temperature elevation in
the pulp chamber under different Er:YAG laser-
whitening scenarios, followed by a clinical study of
Er:YAG laser-assisted whitening.™®'? Both studies
confirmed the TouchWhite™ method to be safe and
very effective in shortening the activation times of
the bleaching gels.

An introductory clinical study of the Touch-
White™ procedure was also made by Dr Jugoslav
Jovanovic of the Kozarac Dental clinic in the Re-
public of Srpska, BH. This study tested an Er:YAG
laser-assisted whitening method in which the
bleaching gel wasilluminatedin three sequences of
20 seconds, with 10 seconds of waiting time be-
tween theillumination sequences (according to the
studies made by Fotona and AALZ, thisillumination
mode can shorten the bleaching time from 10 min-
utes down to 1.5-2 minutes). A Fotona Fidelis Plus
Er:YAG laser with an R093 collimated bleaching
handpiece was used in the study. The laser settings
were as follows: laser power 0.55W, repetition rate
10Hz and pulse duration VLP. Five patients with 16
intrinsically stained teeth (12 vital and 4 non-vital)
were treated with the Fotona teeth whitening gel
(35% H,0,). One to three treatment sessions were
made depending on the intensity of discoloration.
The results of this introductory study confirmed
that the Er:YAG laser applied in the three sequence
mode can be safely and effectively used for teeth
whitening of vital and non-vital tooth discol-
oration. None of the patients felt any heating of
their teeth or pain during the treatment. Only one
patientdeveloped a temporary hypersensitivity af-
ter the bleaching, however, this sensitivity was at-
tributed to the gel activity itself. The results of this
study have already been presented at the 5% SOLA
Congress in Vienna in 2009.” Since then, the
TouchWhite™ tooth bleaching procedure has been
performed on more than 40 patients. In compari-
son with diode and Nd:YAG bleaching, the Er:-YAG
laser-assisted whitening method proved to be
more comfortable for patients while achieving the
same or better whitening efficacy at shorter treat-
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ment times. As an example, Fig. 2 shows before and
after photos for one of the cases.

_The Er:YAG laser-assisted
bleaching procedure

An appointment for Er:YAG laser bleaching is
typically scheduled to last approximately 45 min-
utes.Before thestartoftheinitial preparation, pho-
tographs are taken and general health status is es-
tablished regarding possible indications or con-
traindications such as: leaking restoration, peri-
odontal problems, caries, neck sensitivity, enamel
fractures and cracks, insufficient oral hygiene, ex-
pectations of the patient, endodontic problems or
TMJ disorders.

The steps of the procedure are performed in the
following order:

A) Placement of cheek and lips retractor
(OptraGate, Ivoclar Vivadent; Schaan, Liechten-
stein)

B) Teeth preparation

Extrinsic stains, plaque, debris are removed with
pumice in order to obtain optimal results. Any or-
ganic material remaining on the tooth surface
would interact with the bleaching agent, thus re-
ducing effectiveness. Conventional polishing
pastes should not be used because they may con-
tain oils that inhibit the bleaching reaction.

C) Photographs of teeth before procedure
Once the pre-treatment photos are completed the
procedure may begin.

D) Insertion of bite blocks
Bite blocksoracombinationbite blockandsaliva
aspirator is placed.

E) Gingival protection

Soft tissues should be protected from the hy-
drogen peroxide geland laser light. Also, the hyper-
sensitive dental neck should be protected from the

Er:YAG
laser

Diode
laser

Fig.1_Side view thermal images
of atooth under Er:YAG laser (a),
and diode laser (b) illumination.

Fig. 1
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Fig. 2a & b_Photos before and after
Er:YAG laser assisted whitening
procedure.
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bleaching gel in order to
avoid undesirable pain dur-
ing the procedure. The teeth
and gums are dried with
compressedairandagingiva
protector (that comes with
the Fotona bleaching kit) is
placed on the exposed cervi-
cal root surface (1-1.5mm)
and cervical gingival tissues
(4-5mm).

F) Application of the bleach-
ing gel

The Fotona Bleaching
kit contains gingival pro-
tection flowable resin ma-
terial, bleaching gel and af-
ter-bleaching care material,
packedinasyringe.The com-
plete bleaching kit should be
stored in a refrigerator (temp. 3-8 °C). Before the
application, the kit is taken out of the refrigerator,
the gel is mixed in the amount needed for the pro-
cedure, and the mixed gel is left to rest for 4-8 min
atroom temperature. The gel is then applied to the
teeth with a spatula in a predetermined sequence
11-21-13-23-24-14-15-25-12-22 for the upper
teeth and 33-43-34-44-35-45-32-42-31-41 for
the lower teeth.

G) Protection of the patient, assistant and dentist
with protective goggles

Although the Er:YAG laser beam is less danger-
ous for the eyes in comparison to other laser wave-
lengths that are transmitted through to the retina
(KTP, diode or Nd:YAG), protection goggles are
mandatory.

H) Irradiation with the Er:YAG laser

Every tooth is irradiated for 20 sec in the same
sequence as the gel application. The parameter set-
tingsare as follows: Fotona Er:YAG laser, frequency
10Hz; power 0.55W; pulse duration VLP, handpiece
R093.

The handpiece is moved in a sweeping manner
across the gel surface. If undesirable pain or sensi-
tivity occurs on any tooth (rarely) go to the next
tooth. Pay attention not to irradiate two neighbor-
ing teeth at the same time. The whole procedure is
repeated three times so that every tooth is irradi-
ated for 3x20 seconds.

) Removal of the bleaching gel and color check
When the three-cycle illumination of all teeth

has been completed, the gel is removed with an as-

pirator and the tooth surface is thoroughly rinsed

withawaterspray.The colorischecked withashade
guide and shown to the patient.

J) Re-checking the gingival protection and repeat-
ing the procedure

The procedure can be repeated up to 3 times in
one appointment if necessary.

K) After-treatment photographs

At the end of the treatment, the teeth are
cleaned of the gel, and the gingival protection is re-
moved. The achieved color is checked, compared
with the shade guide (VITA B1-C4) and included in
the image to serve as a reference point.

Teeth are gently dried. Patients are instructed
not to eat or drink colored food for 72 hours (cof-
fee, tea, red wine). Smoking should also be avoided.
An appointment is made for a control session after
14 days. If there is need for a second treatment, the
interval is 14 days. _
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